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(vii) ASTM D 3676–78—(Reapproved 
1989) Standard Specification for Rubber 
Cellular Cushion Used for Carpet or 
Rug Underlay; 

(viii) ASTM D 3574–91—Standard Test 
Methods for Flexible Cellular 
Materials—Slab, Bonded and Molded 
Urethane Foams. 

(2) These standards have been ap-
proved by the Director of the Federal 
Register for incorporation by ref-
erence. The standards are available 
from the American Society for Testing 
and Materials, 1916 Race Street, Phila-
delphia, PA 19103 and the American As-
sociation of Textile Chemists and 
Colorists, P.O. Box 12215, Research Tri-
angle Park, NC 27709. These standards 
are also available for inspection at the 
Office of the Federal Register, 800 
North Capitol Street, NW., 7th Floor, 
suite 700, Washington, DC. 

(b) Labeling. Under the procedures set 
forth in § 200.935(d)(6) concerning label-
ing of a product, the administrator’s 
validation mark and the manufactur-
er’s certification of compliance with 
UM 44d are required to be on the cer-
tification label issued by the Adminis-
trator to the manufacturer. The label 
shall be placed on each carpet every six 
feet not less than one foot from the 
edge. 

(c) Periodic tests and quality assurance 
inspection. Under the procedure set 
forth in § 200.935(d)(8), testing and in-
spection shall be conducted as follows: 

(1) Every six months, three samples 
and one annual field sample of carpet 
shall be submitted to the Adminis-
trator for testing in a laboratory ac-
credited by the National Voluntary 
Laboratory Accreditation Program of 
the U.S. Department of Commerce. 

(2) The administrator also shall re-
view the quality assurance procedures 
every six months to assure that they 
are being followed by the manufac-
turer. 

[58 FR 67674, Dec. 22, 1993]

§ 200.946 Building product standards 
and certification program for exte-
rior finish and insulation systems, 
use of Materials Bulletin UM 101. 

(a) Applicable standards: (1) All Exte-
rior Finish and Insulation Systems 
shall be designed, manufactured, and 

tested in compliance with the fol-
lowing standards: 

(i) ASCE 7–93, American Society of 
Civil Engineers—Minimum Design 
Loads for Buildings and Other Struc-
tures. 

(ii) ASTM C 150–94 Standard Speci-
fication for Portland Cement. 

(iii) ASTM C 920–87 Standard Speci-
fication for Elastomeric Joint 
Sealants. 

(iv) ASTM C–1186–91 Standard Speci-
fication for Flat Non-Asbestos Fiber-
Cement Sheets. 

(v) ASTM D 579–90 Standard Speci-
fication for Greige Woven Glass Fab-
rics. 

(vi) ASTM–D 3273–86—(Reapproved 
1991) Standard Test Method for Resist-
ance to Growth of Mold on the Surface 
of Interior Coatings in an Environ-
mental Chamber. 

(vii) ASTM E 330–90 Standard Test 
Method for Structural Performance of 
Exterior Windows, Curtain Walls, and 
Doors by Uniform Static Air Pressure 
Difference. 

(viii) ASTM E 695–79 (Reapproved 
1991), Standard Method of Measuring 
Relative Resistance of Wall, Floor, and 
Roof Construction to Impact Loading. 

(ix) ASTM G 26–93 Standard Practice 
for Operating Light-Exposure Appa-
ratus (Xenon-Arc Type) With and With-
out Water for Exposure of Nonmetallic 
Materials. 

(x) Council of American Building Of-
ficials, Model Energy Code, 1993 Edi-
tion. 

(xi) EIMA Test Method 101.01–95 
(modified ASTM C67–91) Standard Test 
Method for Freeze/Thaw Resistance of 
Exterior Insulation and Finish Sys-
tems (EIFS), Class PB. 

(xii) EIMA Test Method 101.02–95 
(modified ASTM E331–91)—Standard 
Test Method for Resistance to Water 
Penetration of Exterior Insulation and 
Finish Systems (EIFS), Class PB. 

(xiii) EIMA Test Method 101.03–95 
(modified ASTM C297–91)—Standard 
Test Method for Determining the Ten-
sile Adhesion Strength of an Exterior 
Insulation and Finish System (EIFS), 
Class PB. 

(xiv) EIMA Test Method 105.01–95—
Standard Test Method for Alkali Re-
sistance of Glass Fiber Reinforcing 
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Mesh for Use in Exterior Insulation 
and Finish Systems (EIFS), Class PB. 

(xv) European Agreement Union 
Technical Committee—June 88—UEAtc 
Directives for the Assessment of Exter-
nal Insulation System for Walls (Ex-
panded Polystyrene Insulation Faced 
with a Thin Rendering) Section 3.3.3.3. 

(2) These standards have been ap-
proved by the Director of the Federal 
Register for incorporation by reference 
in accordance with 5 U.S.C. 552(a) and 1 
CFR part 51. They are available from: 

(i) American Society Civil Engineers 
(ASCE) 345 East 47th Street, New York, 
NY 10017. 

(ii) American Society for Testing and 
Materials (ASTM), 1916 Race Street, 
Philadelphia, Pennsylvania 19103; 

(iii) Council of American Building Of-
ficials, 5203 Leesburg Pike, Falls 
Church, Virginia 22041; 

(iv) EAUTC Centre Scientifique ET 
Technique Du Batiment (CSTB), 84 Av-
enue Jesu Jaures, B.P. 02–77421 Marne-
LA-Valee Cedex 2, Paris, France. 

(v) Exterior Insulation Manufactur-
ers Association (EIMA), 2759 State 
Road 580, Suite 112, Clearwater, Florida 
34621–3350. 

(3) The standards are available also 
for inspection at the Office of Manufac-
tured Housing and Regulatory Func-
tions, Standards and Products Branch, 
Department of Housing and Urban De-
velopment, room 3214, L’Enfant Plaza, 
490E, Mail Room B–133, Washington, 
DC 20410–8000, and at the Office of the 
Federal Register, 800 North Capitol 
Street, NW., Suite 700, Washington, 
DC. 

(b) Labeling. Under the procedures as 
set forth in § 200.935(d)(6), concerning 
labeling of a product, the administra-
tor’s validation mark and the manufac-
turer’s certification of compliance with 
the applied standard is required to be 
on the certification label issued by the 
administrator to the manufacturers. In 
the case of exterior wall insulation and 
finish systems, the certification label 
containing the administrator’s mark 
shall be permanently affixed on the 
package or container of base and finish 
coating materials. Further, additional 
information shall be included on the 
certification label or mark: 

(1) Manufacturer’s name. 

(2) Manufacturer’s statement of con-
formance with UM 101. 

(c) The Administrator shall visit the 
manufacturer’s or sponsor’s facility 
every 6 months, to assure that the ini-
tially accepted quality assurance pro-
cedures are being followed. At least 
every four years, the Administrator 
also shall have the exterior wall insula-
tion and finish systems tested in an ap-
proved laboratory to assure that the 
original performance is maintained. 

(d) The administrator’s (or adminis-
tration-accepted inspection agency) in-
spection of EFIS system installation of 
5000 sq. ft. or more, shall be made dur-
ing and upon completion of the con-
struction. Reports of the inspection 
shall be made to the owner. These re-
ports shall state: 

(1) The coverage of the finish coat per 
square foot for a given volume of fin-
ish. 

(2) The minimum thickness of the 
base and finish coatings. 

(3) The fiberglass mesh is installed 
properly around joints and insulation. 
All penetrations, including windows, 
flashing, etc., are sealed; and there is a 
caulk and sealant continuity evalua-
tion; and 

(4) There is a caulk and sealant con-
tinuity evaluation with special con-
cerns on maintenance. 

(e) The manufacturer shall warrant 
their exterior wall insulation and fin-
ish system, including any caulks and 
sealants, for twenty years against 
faulty performance. The warranty shall 
include correction of delamination, 
chipping, denting, peeling, blistering, 
flaking, bulging, unsightly discolora-
tion, or other serious deterioration of 
the system such as the intrusion of 
water through the wall or structural 
failure of the system’s surface mate-
rials. Should any of these defects 
occur, the manufacturer shall make a 
pro-rata allowance for replacement or 
pay the owner the amount of the allow-
ance. The manufacturer shall not be 
liable for damages or defects resulting 
from misuse, natural catastrophes, or 
other causes beyond the control of the 
manufacturer. The contractor shall 
provide a statement to the owner that 
the product has been installed in com-
pliance with HUD requirements and 
that the manufacturer’s warranty does 
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not relieve the builder, in any way, of 
responsibility under the terms of the 
Builder’s Warranty required by the Na-
tional Housing Act, or under any other 
housing program. 

[60 FR 47841, Sept. 14, 1995]

§ 200.947 Building product standards 
and certification program for poly-
styrene foam insulation board. 

(a) Applicable standards. (1) All poly-
styrene foam insulation board shall be 
designed, manufactured, and tested in 
compliance with the American Society 
for Testing and Materials (ASTM) 
standard C–578–92, Standard Specifica-
tion for Rigid, Cellular Polystyrene 
Thermal Insulation. 

(2) This standard has been approved 
by the Director of the Federal Register 
for incorporation by reference. The 
standard is available from the Amer-
ican Society for Testing and Materials, 
1916 Race Street, Philadelphia, PA 
19103. This standard is also available 
for inspection at the Office of the Fed-
eral Register, 800 North Capitol Street, 
NW., 7th Floor, suite 700, Washington, 
DC. 

(b) Labeling. Under the procedures set 
forth in § 200.935(d)(6) concerning label-
ing of a product, the administrator’s 
certification of compliance with the 
applicable standards and the type of 
board are required to be on the certifi-
cation label issued by the adminis-
trator to the manufacturer. 

(c) Periodic tests and quality assurance 
inspection. Under the procedure set 
forth in § 200.935(d)(8), testing and in-
spection shall be conducted as follows: 

(1) At least every six months, the ad-
ministrator shall visit the manufactur-
er’s facility to select a sample of each 
certified polystyrene foam insulation 
board for testing by a laboratory ap-
proved by the administrator. 

(2) The administrator also shall re-
view the quality assurance procedures 
every six months to assure that they 
are being followed by the manufac-
turer. 

[58 FR 67675, Dec. 22, 1993]

§ 200.948 Building product standards 
and certification program for car-
pet cushion. 

(a) Applicable standards. (1) All carpet 
cushion shall be designed, manufac-

tured, and tested in compliance with 
the following standards from the Amer-
ican Society for Testing and Materials: 

(i) ASTM D 1667–76—(Reapproved 
1990) Standard Specification for Flexi-
ble Cellular Materials—Vinyl Chloride 
Polymers and Copolymers (Closed-Cell 
Foam); 

(ii) ASTM D2646–87—Standard Test 
Methods for Backing Fabrics; 

(iii) ASTM D629–88—Standard Test 
Methods for Quantitative Analysis of 
Textiles; 

(iv) ASTM D3574–91—Standard Test 
Methods for Flexible Cellular 
Materials—Slab, Bonded, and Molded 
Urethane Foams; 

(v) ASTM D3676–78—Standard Speci-
fication for Rubber Cellular Cushion 
Used for Carpet or Rug Underlay. 

(2) These standards have been ap-
proved by the Director of the Federal 
Register for incorporation by ref-
erence. The standards are available 
from the American Society for Testing 
Materials, 1916 Race Street, Philadel-
phia, PA 19103. These standards are 
also available for inspection at the Of-
fice of the Federal Register, 800 North 
Capitol Street, NW., 7th Floor, suite 
700, Washington, DC. 

(b) Labeling. Under the procedures set 
forth in § 200.935(d)(6) concerning label-
ing of a product, the administrator’s 
validation mark, the manufacturer’s 
certification of compliance with the 
applicable standards, and the type and 
class all are required to be on the cer-
tification label issued by the adminis-
trator to the manufacturer. 

(c) Periodic tests and quality assurance 
inspection. Under the procedure set 
forth in § 200.935(d)(8), testing and in-
spection shall be conducted as follows: 

(1) At least every six months, the ad-
ministrator shall visit the manufactur-
er’s facility to select a sample of each 
certified carpet cushion for testing by 
a laboratory approved by the adminis-
trator. 

(2) The administrator also shall re-
view the quality assurance procedures 
every six months to assure that they 
are being followed by the manufac-
turer. 

[58 FR 67675, Dec. 22, 1993]
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